VET

Worksheet No.3: Distribute into groups
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Distribute the houses into groups according to the intensity of the odour of the used construction

materials:

Unnoticeable odour

Noticeable odour

e Wood frame construction house without any insulation
e Concrete house with exterior insulation

e 25 cm bricks with insulation house

e Wood frame construction house with exterior insulation
e 50 cm brick house with mineral wool

e Concrete house without insulation

e Timber block house

e Brick house without insulation
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Unnoticeable odour Noticeable odour

25 cm bricks with insulation house Timber block house

Wood frame construction house with exterior
insulation

Wood frame construction house without any
insulation

Concrete house without insulation

50 cm brick house with mineral wool

Brick house without insulation

Concrete house with exterior insulation
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